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[B13] 
Burnt Sienna
Calcined Natural Iron Oxide (PBr 7)
13.4% PVC
{iron oxide brown}
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[U14] 
Dioxazine Purple
Carbazole Dioxazine (PV 23 RS)
13.0% PVC
{dioxazine purple}


